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Contact laboratory for 
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Uniaxial creep test 

in tension 

EL-AE-OP-MEC-PL-
MD27093  
(BS 4A4: Part 1 
Section 3, ASTM 
E139, ASTM E292, 
BS EN 2002-005, BS 
EN ISO 204, MTL 
120-3, MTL 144-3)  
ASTM E139  
BS 4A4: Part 1 
Section 3:1967  
BS EN 2002-005, čl. 
17  
BS EN 10291:2000  
BS EN ISO 204 

UoM Rupture  

UoM Rupture 

Elongation  

RoA 

21% on life 

24% 

1,6% 

4,7% 

Stress rupture test EL-AE-OP-MEC-PL-
MD27087 (ASTM 
E139, ASTM E292, 
BS 4A4: Part 1 
Section 3:1967, BS 
EN 2002-005, čl. 16, 
BS EN ISO 204)  
ASTM E139  
ASTM E292 
ASTM F519  
BS 4A4: Part 1 
Section 3:1967  
BS EN 2002-005, čl. 
16  
BS EN 10291:2000  
BS EN ISO 204  

UoM Rupture 

Strain 

21% on Life 

0,05% Strain 

Brinell Hardness 

test 

EX-AE-OP-MEC-PL-
MD27080  
(BS EN ISO 6506-1, 
BS EN ISO 6506-2, 
ASTM E10)  
ASTM E10  
BS EN ISO 6506-1 

 ±8,1HBW 
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MSRR9969, ASTM 
E384, ASTM E92)  
ASTM E92  
ASTM E384  
BS EN ISO 6507-1 

Impact test EX-AE-OP-MEC-PL-
MD27071  
ASTM E23  
ASTM A370  
BS 131 part 1  
BS EN 10045-1:1990  
BS EN ISO 148-1  

ASTM Above 30J 

ASTM Below 30J 

BS Above 40J 

BS Below 40J 

8,3J 

2,8J 

13J 

5,2J 

Fatigue test  EX-AE-OP-FE-PL-
MD27089  
(BS 3518 : Part 1, BS 
3518: Part 3, ASTM 
E466, ASTM E467, 
ASTM E468, EN 
6072)  
EX-AE-OP-FE-PL-
MD27090 (ASTM 
E606, BS 3518 Part 1, 
BS 3518 Part 3, BS 
7270, GE E50TF148)  
BS 3518-1  
BS 3518-3  
BS 7270  
ASTM E466  
ASTM E606/606M 

: force control 

 

strain control 

±13.3% of fatigue 

life 

±13.7% of fatigue 

life 

Fracture toughness 

test 

EX-AE-OP-FE-PL-
MD27061 (ASTM 
E399, ASTM B645, 
BS EN ISO 12737, BS 
7448:Part 1, ASTM 
E561)  
ASTM E399  
ASTM E561  
BMS 7-323 

 

 

R Curve 

±1.4% of K value 

 

±5.4% of K value 
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